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The behavior of nanoparticles in a low-pressure silane discharge is studied with the use of a self-consistent
one-dimensional fluid model. Nanoparticles of a given(prescribed) radius are formed in the discharge by the
incorporation of a dust growth mechanism, i.e., by including a step in which large anions(typically Si12H25

− ),
produced in successive chemical reactions of anions with silane molecules, are transformed into particles.
Typically a few thousand anions are used for one nanoparticle. The resulting particle density and the charge on
the particles are calculated with an iterative method. While the spatial distribution and the charge of the
particles are influenced by the plasma, the presence of the nanoparticles will in turn influence the plasma
properties. Several simulations with different particle radii are performed. The resulting density profile of the
dust will greatly depend on the particle size, as it reacts to the shift of the balance of the different forces acting
on the particles.
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I. INTRODUCTION

Radiofrequency powered plasma enhanced chemical va-
por deposition(PECVD) is often used to deposit hydrogen-
ated amorphous siliconsa-Si:Hd thin films, which are ap-
plied in solar cell technology and for the manufacturing of
flat panel displays[1,2]. When changing plasma conditions,
in order to achieve a higher deposition rate, dust formation in
the gas phase is observed. Management and avoidance of the
formation of these particles in the so-called dusty plasmas
was initially the main concern. In the microelectronics indus-
try, for example, the occurrence of dust particles in plasma
devices can cause irremediable defects[3], as the feature size
of the integrated circuitry elements is rapidly decreasing.
More recently, however, it has been shown that the produc-
tion process of solar cells could in fact benefit from the in-
corporation of nanocrystalline silicon particles in thea-
Si:H matrix [4]. Deposition conditions close to powder for-
mation result in a material with improved properties, as both
an increase in lifetime and efficiency is observed[5,6]. These
so-called polymorphous silicon films prove to be a new po-
tential candidate for the production of high efficiency solar
cells. Hence, the formation and growth of nanoparticles is a
critical issue in many industrial applications. Therefore, it is
essential to understand the growth, charging and transport of
these particles in order to minimize or eliminate undesirable
contaminants in the semiconductor technology, but also to
create new ways for generating desirable, plasma-produced
particles for enhanced film properties. Up to now, only a few
experimental diagnostics are nonintrusive and especially
small dust particles in the initial stage of particle formation
are difficult to detect, as the particles can still be below the
detection limit of the applied diagnostic. Therefore, a mod-
eling approach can assist to elucidate the reaction mecha-
nisms and the processes occurring in the gas phase.

In this paper we report on a study of the formation and
behavior of nanoparticles in a silane discharge, by means of
numerical simulations with a one-dimensional(1D) fluid
model. In our previous growth studies[7,8] we have already
confirmed that the negative ions clearly play an important
role in the dust formation, as successive reactions of anions
with silane appear to be the main growth mechanism. Hence,
particle formation and growth are often linked to the pres-
ence of negative ions in the rf discharge, which have long
residence times in the plasma, as they are electrically con-
fined by the plasma sheaths. So far we have mainly focused
on the nucleation phase, i.e. the initial step of particle forma-
tion, and have therefore incorporated anions containing up to
a maximum of twelve silicon atoms in our model(SinHm

−

with nø12).
Here we address the formation of sub-micrometer par-

ticles (ranging in size from 10 to 100 nm diameter) and
their influence on the discharge. In existing models, investi-
gations have so far focused on the charging of dust particles
[9–11], transport phenomena(including the forces acting on
the particles) [12,13] and plasma-particle interactions[14,15]
in undisturbed plasmas. To incorporate another important as-
pect, i.e., the influence of dust on the discharge, the model
has to account self-consistently for the coupling between par-
ticle behavior and changes of the plasma properties. Akdim
et al. [16] developed a self-consistent model for a dust con-
taining radio frequency discharge, but have not considered
the formation mechanisms of the dust. So far none of the
performed studies on particle behavior have taken the nucle-
ation or the growth kinetics of the dust particles into account;
only separate investigations of particle formation have been
performed[17,18]. An important extension compared to the
model of Akdim et al. is that we have made a coupling
between the nucleation of small dust particles(typically up
to Si12H25

− ) and the formation of nanoparticles with a given
prescribed radius. Thus, the nanoparticles simulated in the
model are not simply injected from outside the plasma, but
are gradually grown due to a series of chemical reactions in
the gas phase, better known as gas phase polymerization.*Electronic address: kathleen.debleecker@ua.ac.be
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The presence of dust particles in a plasma can greatly
modify its properties and the particles generally acquire a
charge(typically negative). Here the nanometer-sized par-
ticles are of special interest, as it has been shown that under
certain conditions small nanoparticles can somehow escape
from the discharge and be deposited into the growing film
[19]. In particular, we will focus on the formation of nano-
particles with certain radii and look at some fundamental
aspects, such as their specific density profile, their charge,
and the influence of the different forces acting on the par-
ticles. In a last paragraph we also look at the temperature
dependence of the nanoparticle growth.

First, a general overview of the model is given in Sec. II.
Besides the description of the fluid model, the behavior of
the dust particles in the plasma is described, with emphasis
on the charging mechanism, and the various forces acting on
the dust particles. The coupling mechanism of the nucleation
and the nanoparticle formation is also briefly surveyed. The
simulation results of the nanoparticles are presented in Sec.
III, followed by the conclusions in Sec. IV.

II. MODEL DESCRIPTION

A. General overview of the fluid model

In order to describe the nucleation of small dust particles
and the processes occurring in the reactive silane plasma, a
large amount of chemical reactions and species have to be
introduced in the model. Under these circumstances, the fluid
model is generally considered to be the best approach. We do
not reach very low pressures, where the mean free path be-
comes comparable to the electrode separation and DSMC
methods are required. The charging of the dust is a stochastic
process that does require a kinetic approach to study its de-
tails. This is however beyond the scope of this paper, where
chemistry is the main issue.

In the 1D fluid model, applied in this study, the particle
balances, the electron energy balance and the Poisson equa-
tion are solved numerically on a uniform mesh containing
128 grid points. The electric field is calculated from the Pois-
son equation, which is coupled to the balance equations,
making the model fully self-consistent. For every speciesj
(electrons, ions, radicals, molecules, and nanoparticles) a
density balance equation is taken into account. The momen-
tum balance equation is in this case replaced by the drift-
diffusion approximation[20] and consists of two separate
terms, a drift and a diffusion term. Since the ions can not
follow the instantaneous electric field, an effective electric
field is used. By adopting this effective electric field the in-
ertia effects of the ions are taken into account. For the neutral
species(radicals and molecules), the flux equation reduces to
the diffusion term only, as the neutral species do not feel the
influence of the electric field. For the nanoparticles, the flux
equation becomes more complicated, because these species
are also affected by other forces(see below, Sec. II D). Fi-
nally, an energy balance is included for the electrons. The
electron energy density(i.e. the product of the electron den-
sity and the average electron energy) is calculated self-
consistently from the second moment of the Boltzmann
equation. The loss of electron energy due to electron impact

collisions, including ionization, dissociation, excitation, at-
tachment, and recombination of electrons with ions on the
nanoparticle’s surface is included. For every electron-neutral
reaction, the reaction rate coefficient is computed as a func-
tion of the average electron energy by calculating the elec-
tron energy distribution function(EEDF) using the Boltz-
mann equation in a two-term approximation. No energy
balance is included for the ions, the neutrals and the nano-
particles. The energy dissipated by the ions is only accounted
for in the overall energy balance of the discharge, where a
preset total consumed power is specified. A more elaborate
description of the different fluid equations can be found in
Ref. [20].

For the discretization of the balance equations the
Scharfetter-Gummel exponential scheme is applied. The time
step within an rf cycles50 MHzd is set to 2.5310−10 s (i.e.,
the rf cycle is divided in 80 time steps), in order to avoid
numerical instabilities. Convergence of the fluid model is
reached when the relative changes of the discharge param-
eters between two succeeding rf cycles are less than 10−6.
For more information concerning the applied numerical tech-
niques and algorithms we refer to Ref.[21].

The same fluid model for a ‘standard’ silane plasma(i.e.,
without the inclusion of dust formation) has already been
extensively tested with experimental results and good agree-
ment between modeling and experimental results was ob-
tained[20].

B. Implementing nanoparticles in the fluid model

The anionic pathway is generally believed to be the most
viable route for the generation of dust particles in silane plas-
mas [22–24], as the anions are electrostatically trapped by
the ambipolar potential in the plasma bulk. The long resi-
dence time of the negative ions in the plasma, favours their
further growth, and makes them good candidates to trigger
particle nucleation. Consequently, they can easily undergo
polymerization reactions, which will ultimately lead to the
formation of nanometer and micrometer sized particles. Fur-
thermore, mass spectra, measured by Hollensteinet al. [25],
show a good correlation between the anions and particle for-
mation.

In our model dust is primarily formed by successive reac-
tions of anions with silane molecules(ground state and vi-
brationally excited silane SiH4

s2–4d and SiH4
s1–3d molecules)

[8]. The earliest stages of particle formation start primarily
from the anions SiH3

− and SiH2
−, principally formed through

the electron induced dissociative attachment of SiH4,

SiH4 + e− → SiHx
− + H4−x sx = 2 or 3d s1d

with over 70% leading to the formation of SiH3
−.

Two different pathways, starting from either SiH3
− or

SiH2
−, can be distinguished and lead to the growth of larger

silyl sSinH2n+1
− d and silylenesSinH2n

− d anions, respectively,
due to successive anion-SiH4 polymerization reactions,

SinH2n+1
− + SiH4 → Sin+1H2n+3

− + H2, s2ad
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SinH2n
− + SiH4 → Sin+1H2n+2

− + H2 s2bd

at a rate constant of the order of 10−18 m3 s−1. In addition to
ground state silane molecules, reactions with vibrationally
excited silane molecules, formed by electron impact on
ground state SiH4, i.e. SiH4

s2–4d, at 0.113 eV, and SiH4
s1–3d, at

0.271 eV, are also considered in the fluid model. These re-
actions can in fact enhance the kinetics of the clustering
mechanism[8].

Since it is not possible to describe in detail the plasma
chemistry for an unlimited number of plasma species, both
pathways are stopped in the model at anions containing 12
silicon atoms, leading to the formation of Si12H25

− and
Si12H24

− , respectively. In order to simulate the further nano-
particle’s growth, we have introduced a step which immedi-
ately transforms these large anions(mostly Si12H25

− ), into
nanoparticles of a given radius. Hence, instead of introduc-
ing an anion-silane reaction for Si12H25

− and Si12H24
− which

would lead to the formation of silicon hydride anions con-
taining 13 silicon atoms(e.g., Si12H25

− +SiH4→Si13H27
− +H2

at k=10−18 m3 s−1), we have used the production rate of
these species as the source term for the formation of nano-
particles with a certain prescribed radius. As will be shown
in Sec. III, several simulations are performed where the
nanoparticle radius is varied between 10 and 100 nm. Hence,
for every simulation the radius of the nanoparticles is given,
whereas their charge and density and flux are calculated with
an iterative method(see below).

C. Charging of the nanoparticles

Nanoparticles immersed in a plasma become charged by
collecting plasma ions and electrons. In absence of any ra-
diative environment, the particles typically acquire a nega-
tive equilibrium charge, as the thermal speed of the electrons
by far exceeds that of the positive ions. The magnitude of the
negative charge on a nanoparticle will strongly depend on
the particle size and the plasma conditions. This negative
charge will also be responsible for the confinement and con-
sequently longer lifetimes of such particles in the plasma.

The (average) charge on a nanoparticle is obtained from
the balance between the electron and positive ion currents
towards the particle’s surface. The anions, although abun-
dantly present in the plasma, do not contribute to the current
balance, as the negative ions do not have enough kinetic
energy to overcome the negative floating potential of the dust
particle. For a spherical nanoparticle with radius rd, the
Orbital-Motion-Limited (OML) probe theory[26] can be
used to describe the charging currents. The OML theory is
only valid if rd!lL, wherelL=fs1/led2+s1/lid2g−1/2 is the
so-called linearized Debye length, which is a combination of
the electron Debye length,le=seokBTe/nee

2d1/2, and the ion
Debye length,li.

Assuming Maxwellian energy distributions for electrons
and ions, the positive ion and electron currents hitting the
particles can be described by[26]

I i = 4prd
2eniÎ kBTi

2pmi
S1 −

eVfl

kBTi
D s3d

and

Ie = 4prd
2eneÎ kBTe

2pme
expS eVfl

kBTe
D , s4d

where nesid is the electron(positive ion) density, e the el-
ementary charge,kB the Boltzmann constant,Tesid the elec-
tron (positive ion) temperature,mi the ion mass,me the elec-
tron mass, andVfl the floating potential(acquired by the
nanoparticle relative to the surrounding plasma). The floating
potential of the nanoparticle is assumed to be constant during
an rf cycle, as the currents towards the nanoparticle’s surface
are too small to change the charge significantly during an rf
cycle [16]. In the plasma sheaths near the electrodes the ions
obtain a drift velocityvi due to the electric field. Therefore,
kBTi in Eq. (3) is replaced in the model by the mean energy
Ei; see Ref.[16].

By equatingIe= I i [Eqs.(3) and(4)], the floating potential,
Vfl, and consequently the equilibrium chargeQd=4pe0rdVfl
on the nanoparticle can be found. Hence, it seems that the
charge on a spherical nanoparticle is proportional to its
radius.

The additional complication of stochastic fluctuations su-
perimposed on the equilibrium charge of the nanoparticle, is
not taken into account. These fluctuations are a consequence
of the random nature of the collection of electrons and ions
on the nanoparticle’s surface(collection occurs at random
times and sequences). This effect will, however, be reviewed
at a later stage.

Note, however, that the recombination of ions and elec-
trons on the dust particle’s surface is taken into account, by
means of a recombination rate[16], and represents an addi-
tional important loss mechanism for the electrons and ions
residing in the plasma.

D. Forces acting on the nanoparticles

Once we have obtained the charge on the nanoparticle’s
surface, we are able to calculate the electrostatic force ex-
erted by the electric fieldE on the particle. Daughertyet al.
[27] derived the following expression,

Fe = QdES1 +
srd/lLd2

3s1 + rd/lLdD , s5d

whereQd is the charge on the nanoparticle,E is the electric
field and lL is the linearized Debye length. Generally, rd
!lL, making the expression between brackets approxi-
mately equal to 1 and the electric force on the particle is then
given by

Fe = QdE. s6d

This electric force will be responsible for the confinement of
negatively charged dust particles in the discharge region and
is usually a dominant force for small nanoparticles.

A second force, which can significantly affect the dust
particle’s transport is due to gravitation. For a spherical par-
ticle the gravitational force can be written as
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Fg =
4

3
prd

3rdg, s7d

whererd is the nanoparticle’s radius,rd is the mass density
and g the gravitational acceleration. For amorphous silicon
rd is about 2.13103 kg/m3 [16]. The gravitational force is
proportional to the particle mass. In the case of sub-
micrometer particles, the gravitation can be neglected, as the
influence of other forces, such as the electrostatic force, are
much stronger for particles smaller than a few micrometers.

A third force, the neutral drag force, results from colli-
sions with neutral gas molecules and causes a momentum
transfer from the neutral gas to the nanoparticles. Using the
kinetic gas theory, the neutral drag force can be approxi-
mated by[28]

Fn = −
4

3
prd

2nnmnvthsvd − vnd, s8d

wherenn is the neutral gas number density,mn is the mass of
a neutral molecule,vn the velocity of the gas,vd the drift
velocity of the particle, andvth the average thermal velocity
of the gas. Advection of the gas is not included in the present
model svn=0d, which means that the neutral drag force will
only act as a damping force on the velocity of the nanopar-
ticles.

A second important drag force that acts on the nanopar-
ticles is the ion drag force. It is caused by the momentum
transfer from the positive ions to the nanoparticles driven by
the electric field. This force consists of two components: the
collection and the orbit force. The collection force represents
the momentum transfer of all the ions that are collected by
the particle. Each impinging ion transfers its original mo-
mentum,mivi, making the collection force equal to[12]

Fi
c = pbc

2nivsmivi , s9d

wherevs is the mean speed of the positive ions andbc the
collection parameter.

The second component, the orbit force, is given by[12]

Fi
o = 4pbp/2

2 Gnivsmivi , s10d

wherebp/2 is the impact parameter that corresponds to the
deflection anglep /2 and

G =
1

2
lnSlL

2 + bp/2
2

bc
2 + bp/2

2 D s11d

is the Coulomb logarithm. The orbit force is caused by posi-
tive ions that do not reach the particle’s surface, but transfer
their momentum by Coulomb interactions.

Finally, the thermophoretic force can be induced by the
existence of a gas temperature gradient in the discharge(e.g.,
due to heating/cooling of the electrodes). More momentum is
transferred from gas molecules in the hotter area to the nano-
particles in comparison to gas molecules in colder regions of
the plasma. Hence, the nanoparticles experience a net force
in the direction of −¹Tgas. The thermophoretic force is given
by [29]

Fth = −
32

15

rd
2

vth
S1 +

5p

32
s1 − adDkT

dTgas

dx
, s12d

with vth the average thermal velocity of the gas. The thermal
accommodation coefficient,a, is taken equal to 1 andkT
represents the translation part of the thermal conductivity.

The expression for the flux of the nanoparticles is ob-
tained by assuming that the neutral drag force, which is con-
sidered here as a friction force, balances the sum of all other
forces. Using the expression of the momentum loss fre-
quency,

nmd= Î2
ptot

kBTgas
prd

2Î8kBTgas

pmd
s13d

and the mobility and diffusion coefficient,

md =
Qd

mdnmd
, s14d

Dd = md
kBTgas

Qd
s15d

a drift-diffusion expression for the flux of the nanoparticles
is obtained[16],

Gd = − mdndEef f − Dd
dnd

dx
−

nd

nmd
g + o ndmivs

mdnmd

3s4pbp/2
2 G + pbc

2dGi −
32

15

ndrd
2

mdnmdvth
kT

dTgas

dx
. s16d

As a result, the nanoparticles can be treated with the same
numerical procedures as the other charged species in the
model.

As the drift velocity and the diffusion coefficient of the
nanoparticles are much smaller than those of the positive and
negative ions and the electrons, a different calculation cycle
with a different time step is introduced for the computation
of the density and the charge of the nanoparticles[16].
Hence, first the transport equations of the ions, electrons and
the Poisson equation are solved during a number of rf cycles
(i.e., the first calculation cycle), during which the nanopar-
ticles do not move. During the second calculation cycle, the
transport equation of the nanoparticles is solved with a
greater time step, using the time averaged electric field, and
electron and positive ion fluxes. This causes, however, the
creation of space charge regions, as the electron and positive
ion densities do not change. These space charge regions will
lead to instabilities in the solution of the Poisson equation
and the electron transport when switching back to the first
calculation cycle. Therefore, the artificially generated space
charge regions are corrected by adapting the positive ion
density distributions prior to the next series of rf cycles, in
which the nanoparticles are stationary and the ion and the
electron density profiles adapt themselves to newly calcu-
lated density profile of the nanoparticles. By adopting this
method a smaller computational effort is required.
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III. RESULTS AND DISCUSSION

In this section the results obtained with the 1D fluid
model are presented. The simulated silane discharge is char-
acterized by two parallel plates separated by a gap of 2.7 cm,
at a pressure of 40 Pa, a power of 5 W, a driving frequency
of 50 MHz, and a gas temperature of 400 K. No heating or
cooling of the electrodes is incorporated in the present
model, hence the thermophoretic force is neglected. In all
calculations the input gas flow of silane is set at 20 sccm.
The only parameter that is varied is the size of the nanopar-
ticles (between 10 and 100 nm in diameter). Only in the last
simulation the gas temperature is varied between 293 K and
500 K in order to be able to investigate the temperature de-
pendence of the nanoparticle growth. The result is shown at
the end of this section for particles of 10 nm in size.

A. Density profiles of the nanoparticles

Figure 1 shows the calculated normalized density profiles
of the nanoparticles, at the conditions discussed above. Each
plot represents a separate simulation, where the production
rate of species with more than 12 silicon atoms leads to the
formation of particles of 10, 20, 30, 40, 50, 75 or 100 nm,
respectively. In the present simulations no steady state can be
achieved, as the nanoparticles continuously build up in time.
Obviously, at any given time the growth of larger nanopar-
ticles will be less extensive compared to that of smaller
nanoparticles, therefore normalized density profiles are
adopted. Figure 1 clearly shows that the resulting density
profile greatly depends on the nanoparticle’s size, as it reacts
to the shift of the balance of the different forces acting on the
particles. For nanoparticles up to 30 nm, the density profile
exhibits a maximum in the bulk of the discharge between the
two electrodes, whereas the profile of larger nanoparticles
tends to move towards the boundaries of the plasma, thereby
diminishing its concentration in the center of the discharge.
Hence, the competition between the different forces results

in trapping of the nanoparticles in some well defined regions
of the discharge.

B. The different forces acting on the nanoparticles

Since no thermophoretic force is applied and the force
due to gravity is negligible for such small particles, the nano-
particles of a certain size will accumulate where the electro-
static and the ion drag force balance. Indeed, we have as-
sumed that the neutral drag force only acts as a damping
force and hence is in equilibrium with the sum of all other
forces, which means in practice, that it is equal to the net
force resulting from the balance of the electrostatic and the
ion drag force. This assumption concurs with the proposal of
Barneset al. [12] and Sommereret al. [30], who argue that
the transport of small particles is actually dominated by two
forces, the electrostatic and the ion drag force. The electro-
static, the ion drag force and the resulting net force are plot-
ted as a function of position in Fig. 2 for a particle of 10 nm.
It is clearly demonstrated that the forces on the particles are
very sensitive to the location within the silane discharge. In
the sheath regions near the electrodes, where large electric
fields are present, the electrostatic force far exceeds the ion
drag force. Hence, the electrostatic force will accelerate the
negatively charged nanoparticles to the center of the dis-
charge, where the potential is usually most positive, and to-
tally dominates the net force. However, in low electric fields,
as in the plasma bulk, the ion drag force can in some cases
exceed the electrostatic force, and accelerates the nanopar-
ticles in the direction of the net positive ion flux, which is
generally towards the plasma boundaries.

To visualize this effect we need to focus our attention to
what happens in the bulk of the discharge. Therefore, only
part of the electrostatic, the ion drag force and the resulting
net force are presented in Fig. 3, i.e. the part between 0.5 and
2.2 cm. We have calculated the forces for 4 specific cases,
namely for particles of 10, 30, 50, and 100 nm, repectively.
For comparison, the normalized density profile is also repre-
sented in each plot by a thin dotted line. Each of the forces
has a different power-law dependency on the particle radius

FIG. 1. Computed normalized nanoparticle densities as a func-
tion of position in the plasma. The curves of 50, 75, and 100 nm are
divided by a factor of 2, 4, and 10, respectively, in order to fit all the
data on the figure.

FIG. 2. Calculated electric forcesFed, ion drag sFid, and net
force sFnetd acting on nanoparticles of 10 nm. The electric and net
force are indicated by a solid line; and the ion drag force by a
dashed line. The direction of the forces is indicated by left and right
arrows.
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(see equations Sec. II D), meaning that the dominant force
will change as the particle becomes larger in size.

For particles of 10 nm[Fig. 3(a)], it appears that the elec-
trostatic force remains the most dominant force even in the
center of the discharge. Hence, the particles are forced to the
center of the plasma, where the particle density profile ex-
hibits a local maximum(see thin dotted line).

For 50 and 100 nm particles[Fig. 3(c) and Fig. 3(d)], the
ion drag force is the most dominant force in the center of the
discharge and moves the particles towards the electrodes un-
til they begin to feel the electric field at approximately 0.6
and 2.1 cm for a 50 nm particle, and 0.5 and 2.2 cm for a
100 nm particle, respectively. At this point the electrostatic
and the ion drag forces balance each other and the density
profile shows a pronounced maximum[see peaks in Figs.
3(c) and 3(d)].

The density profile of 30 nm particles exhibits some pe-
culiar behavior due to the action of the different forces[Fig.
3(b)]: although the electric force still forces the particles to
the center of the discharge, where a local maximum is at-
tained(see thin dotted line), the particles also begin to feel
the ion drag force, which results in this specific density pro-
file with shoulders near the sheaths.

In conclusion, it is clear that the ion drag force scales
more strongly with the radius of the nanoparticles in com-
parison to the electric force. Therefore, for particles larger

than 30 nm the forces balance further to the boundary of the
plasma, thereby trapping the particles in some well defined
regions near the sheaths, whereas in a similar fashion par-
ticles smaller than 30 nm are forced to the center of the
discharge. So, under the present conditions it seems that the
ion drag force only becomes a dominant force for particles
which are larger than 30 nm in size.

C. Charge on the nanoparticles

Figure 4 shows the calculated charge collected on the
nanoparticle’s surface as a function of position in the plasma
for various sizes of nanoparticles. The charge distribution for
each nanoparticle size is calculated using the OML theory, as
was explained above. Every charge profile seems to vary
significantly depending on the local electron and ion densi-
ties and the electron temperature. Near the electrodes, in the
sheaths, few electrons can be found, resulting in a sharp de-
crease in the nanoparticle’s charge profile. In the pre-sheaths
the electrons are accelerated by the electric field and they
have sufficient energy to overcome the repulsive Coulomb
force caused by the similar charge on the nanoparticle’s sur-
face. This results in a high charge on the nanoparticles. In the
plasma bulk, however, the electrons have more difficulty to
overcome the repulsive Coulomb force, due to their lower
electron energy. Hence, the charge on the nanoparticle is
much lower in the center of the discharge.

FIG. 3. Calculated electric forcesFed, ion drag forcesFid, and net forcesFnetd acting on nanoparticles of(a) 10 nm;(b) 30 nm;(c) 50 nm;
and(d) 100 nm. The forces are only shown in the bulk region of the discharge, i.e., between 0.5 and 2.2 cm. The direction of the net force,
represented by a solid line, is indicated by left and right arrows. The normalized density profile is also shown: thin dotted line, right axis.
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Figure 4 evidently suggests that if particles want to escape
from the discharge they will have to overcome the maximum
negative charge located in the presheath. Note that only neu-
tral and positively charged particles will be able to escape-
from the discharge, by either diffusion or drift, respectively,
and can be deposited in the growing film, whereas negative
particles are repelled by the electric field. Hence, particles
with a small negative charge(in the order of one or two
negative charges) can be neutralized or positively charged,
but particles with larger negative charges remain trapped in
the discharge by the ambipolar potential. Under the present
conditions it seems that even particles of 10 nm will not be
able to leave the discharge. It can also be seen that an in-
crease in nanoparticle size results in a higher negative charge
on the nanoparticle’s surface.

For clarity, Fig. 5 shows the number of electrons per
nanoparticle at the position in the discharge where most
nanoparticles are present, i.e., where the maximum occurs in
their density profile(see Fig. 1). Note that the charge rises
dramatically for increasing nanoparticle size: small particles

(e.g., 10 nm) have a charge of 32 electrons, whereas most
100 nm particles can hold as much as 1600 electrons, ac-
cording to the calculations with the standard OML theory.
This result is higher than expected, suggesting that the OML
theory maybe overestimates the charge of particles in the
nanometer range.

D. Effect of gas temperature on nanoparticle growth

In order to investigate the temperature dependence of the
nanoparticle’s growth, we have performed several simula-
tions at different gas temperatures ranging between 293 K
and 500 K. The results are plotted in Fig. 6 for nanoparticles
of 10 nm. The number density represented in the plot refers
to that of the center of the discharge, where the density pro-
file attains a local maximum(see Fig. 1). Note that we are
interested in the difference of particle growth at different gas
temperatures, rather than the absolute values of the number
density. Indeed, since we have included a step which imme-
diately transforms particles containing twelve silicon atoms
into particles of 10 nm, the growth of the particles is only
approximated here and might be faster than the actual growth
rate in experimental setups.

To account for the influence of the gas temperature, the
mobility and diffusion coefficient of every species is recal-
culated in our model at each given temperatureT. Reaction
rate constants in the nucleation model(see Ref.[8]) that
involve a temperature dependence are also readjusted to the
specific temperatureT, including the deexcitation of vibra-
tional excited silane molecules. Figure 6 clearly shows that
the growth of the nanoparticles is affected by the gas tem-
perature: the higher the gas temperature, the lower is the
nanoparticle density after a certain time of growth. This
means that the growth rate is lower at higher gas tempera-
tures, which corresponds to a delay of the particle growth.
This phenomena has also been observed in the experiments
of Boufendiet al. [31], where the appearance of visible dust
particles is delayed at higher gas temperatures. At room tem-
perature small particles appear almost immediately(i.e., after
a few milliseconds), while at 500 K it will take more than

FIG. 4. Calculated charge on nanoparticles of 10 to 100 nm in
number of electrons as function of position in the gas discharge.

FIG. 5. Computed number of electrons per nanoparticle as a
function of nanoparticle size at the position in the discharge where
most nanoparticles are present.

FIG. 6. Calculated evolution of the growth of 10 nm particles at
different gas temperatures.

MODELING OF THE FORMATION AND TRANSPORT OF… PHYSICAL REVIEW E 70, 056407(2004)

056407-7



10 s after ignition of the rf discharge before some dust par-
ticles are observed[31].

Several possible explanations for the delay of particle
nucleation have been proposed[32]. In our previous model
we have already argued that both the temperature depen-
dence of the mobility and diffusion coefficients, as well as
the faster vibrational relaxation will probably play an impor-
tant role [8]. Hence, increasing the gas temperature can in
fact be a very effective method for suppressing the dust for-
mation in applications where the nanoparticle formation is
not desired.

IV. SUMMARY AND CONCLUSIONS

In this article we report on the growth and transport of
nanoparticles in a low pressure silane discharge. We have
used a 1D self-consistent fluid model that couples the par-
ticle nucleation mechanisms to the formation and growth of
the nanoparticles.

We have investigated the importance of the different
forces acting on the nanoparticles and observed that the den-
sity profile significantly reacts to a shift of the balance of the
different forces acting on the nanoparticles. For particles less
than 30 nm in size, the electrostatic force is the most domi-
nant force, resulting in a density profile with its maximum in

the center of the discharge. Larger nanoparticles will experi-
ence the ion drag force and are pushed towards the reactor
boundaries until the force is balanced by the the force due to
the electric field. This leads to the trapping of the nanopar-
ticles in some well defined region of the plasma.

The charge on a nanoparticle has also been calculated, by
means of the OML theory. Due to their large negative charge,
especially large nanoparticles will remain trapped in the dis-
charge. Fluctuations on the particle’s charge(especially im-
portant for small nanoparticles) are at this point not taken
into account in the model, but this effect will be added in a
later stage.

Finally we have shown that the nanoparticle growth ex-
periences an obvious delay when the gas temperature is in-
creased, which concurs with the experimental results ob-
tained by Boufendiet al.
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