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Collapse of the low temperature insulating state in Cr-doped V2O3 thin films
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We have grown epitaxial Cr-doped V2O3 thin films with Cr concentrations between 0 and 20%
on (0001)-Al2O3 by oxygen-assisted molecular beam epitaxy. For the highly doped samples (>
3%), a regular and monotonous increase of the resistance with decreasing temperature is measured.
Strikingly, in the low doping samples (between 1% and 3%), a collapse of the insulating state is
observed with a reduction of the low temperature resistivity by up to 5 orders of magnitude. A
vacuum annealing at high temperature of the films recovers the low temperature insulating state
for doping levels below 3% and increases the room temperature resistivity towards the values of
Cr-doped V2O3 single crystals. It is well-know that oxygen excess stabilizes a metallic state in
V2O3 single crystals. Hence, we propose that Cr doping promotes oxygen excess in our films
during deposition, leading to the collapse of the low temperature (LT) insulating state at low
Cr concentrations. These results suggest that slightly Cr-doped V2O3 films can be interesting
candidates for field effect devices.

The metal-insulator transition (MIT) in vanadium ox-
ides forms a topic of intense research since many years.
Not only are there many different structural phases
present in the V-O phase diagram [1] but also a large
distribution of MIT temperatures is observed [2]. Most
well-known phases are vanadium sesquioxide (V2O3) and
vanadium dioxide (VO2) with transition temperatures of
160 K and 340 K and a change in resistivity across the
MIT of about seven and four orders of magnitude, re-
spectively [3, 4]. Because of this large change in resis-
tivity, there has been considerable interest to drive this
transition with additional stimuli besides the change in
temperature [5]. Most relevant would be to induce the
transition through the application of an electric field as
in a field-effect transistor (FET) device. Electric field in-
duced resistive switching has been observed many times
but so far this has been mostly limited to either: i) only
a small change of the maximal resistivity, ii) local tem-
perature changes induced by Joule heating, iii) changes
in the oxygen content and iv) the formation of locally
more conducting paths [6–10]. Essentially, it has turned
out that the correlated electron states in these oxides are
rather stable and can not easily be changed through the
application of an electric field.

Our ultimate research goal is to find a method to tune
the properties of vanadium oxide based compounds in
order to facilitate the electric field induced MIT. One of
these methods is to change the dimensionality towards
2D systems by using epitaxially grown thin films (TF).
In that case the lattice parameters of the film tend to
change and adapt to those of the single crystalline sub-
strates with the electrical properties being modified as
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demonstrated in TF grown with different methods [11–
16]. One other well-known method is to dope the oxide
with different elements such as Cr and Ti. For the case
of Cr doping Frenkel et al. [17] have shown evidence in
single crystals (SC) that Cr atoms create substitutional
strain defects in the V2O3 lattice leading to a disordered
system of bonds around the average trigonal lattice de-
termined by X-ray diffraction (XRD). The long range
strain field around Cr atoms results in insulating regions
even at the low Cr concentration of 1%. In particular, for
Cr concentrations below 1.8% besides the low tempera-
ture MIT, a paramagnetic metal (PM) to paramagnetic
insulator (PI) transition around room temperature has
been reported in bulk [3]. When increasing dopant con-
centration a transition from an antiferromagnet insulator
(AFI) to a PI takes place at low temperatures. In this
case, both the low temperature resistivity (LTR) and the
room temperature resistivity (RTR) increase consider-
ably as observed in single crystal [18–20] and thin film
alloys [21]. Another effective way to manipulate the MIT
is the non-stoichiometry, which in the literature has been
formulated as V2O3+δ or V2-yO3, since metal vacancies
can be generated in the cation sublattice due to the fill-
ing of all the available oxygen sites. For that case, it is
well-known that the electrical properties change drasti-
cally with increased oxygen doping and that beyond δ =
0.03 the LT MIT is suppressed [22–24]. This stabiliza-
tion of the metallic phase at all temperatures has also
been observed with Ti doping and application of hydro-
static pressure [24] and in Cr-doped nonstoichiometric
V2O3 SC as reported in [25] for 1% Cr concentration
and around 0.04 oxygen excess.

In this work, we report the epitaxial growth of Cr-
doped V2O3 TF on Al2O3 substrates using molecular
beam epitaxy and we compare their structural proper-
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ties (a and c lattice parameters) with those of the bulk
compounds. Next, the electrical properties are reported
with the striking result that the low Cr-doped films show
a nearly metallic behavior at all temperatures. To elu-
cidate the main reason for this observation, vacuum an-
nealing at high temperature is performed on the films,
which results in a recovery of the LT insulating state for
the low Cr-doped cases.

The Cr-doped V2O3 TF (60 to 80 nm) have been
deposited by oxygen-assisted molecular beam epitaxy
(MBE) in a vacuum chamber (Riber) with a base pressure
of 10-9mbar. Substrates of (0001)-Al2O3 were used with-
out prior cleaning and were slowly heated to the growth
temperature of 650oC as measured with a thermocouple.
Alloys with Cr concentrations between 0 and 20% have
been grown by co-deposition of V and Cr metals in an
O2 partial pressure of 8.2 − 8.5 × 10−6 Torr, which con-
stitutes most of the total pressure in the chamber and
is at least two orders of magnitude higher than resid-
ual gases like H2. V was evaporated from an electron
gun with a deposition rate of 0.1 Å/s calibrated with
a quartz crystal microbalance (QCM) prior deposition
while Cr was evaporated from a Knudsen cell (Veeco) by
using different Cr fluxes to obtain the particular Cr/V
ratios. Very low deposition rates were achieved by ex-
trapolating calibration rate curves fitted with an expo-
nential temperature-dependence. The growth time is 60
minutes for all samples. During growth, the metal lay-
ers will combine with the O2 producing the oxide layers.
This will translate in a final oxide layer thicker than ex-
pected from considering only the V + Cr deposition rates.
As a result, the thickness of the samples increases more
than 20% for the highest Cr concentration. In situ re-
flection high energy electron diffraction (RHEED) is used
qualitatively to confirm the epitaxy. After deposition,
the samples were characterized by means of high reso-
lution XRD, X-ray reflectivity (XRR) and X-ray recip-
rocal space mapping (RSM) using a Panalytical X’pert
Pro diffractometer. Temperature dependent resistivity
measurements were assessed in the Van der Pauw (VDP)
configuration with Au/Cr contacts and using an Oxford
Optistat CF2-V cryostat with a sweep rate of 1.5 K per
minute. After their initial electrical characterization, the
TF were annealed in vacuum for 5 minutes at the same
temperature as the deposition (650oC). RSM was per-
formed after the annealing to confirm that the structural
quality of the films is preserved. Finally, the transport
properties were again measured under the same condi-
tions as the as-grown films.

In order to examine the crystalline quality, the as-
grown films were first characterized by high resolution
XRD. Figure 1 (a) shows θ/2θ scans in logarithmic scale
around the symmetric (0006) reflection of the Cr-doped
V2O3 TF and the Al2O3 substrate. Finite size oscilla-
tions (Pendellösung fringes) around the layer peak in-
dicate that the films have a smooth surface and inter-
face. The layer peak position shifts from the V2O3 to
the Cr2O3 bulk c lattice parameter when increasing the

Figure 1. (a) XRD θ/2θ scans around the (0006) reflec-
tion of Cr-doped V2O3 TF showing Pendellösung fringes. (b)
RHEED image taken after deposition along the [101̄0] direc-
tion of the undoped sample. (c) RSMs of the (1 0 1̄ 10)
substrate and layer peaks for the 1.5% Cr-doped sample be-
fore and after annealing. Qx and Qy are the components
of the scattering vector along in- and out-of-plane directions,
respectively. The intensity scale is logarithmic.

Cr concentration, confirming the substitutional doping of
Cr in the lattice, demonstrated in SC [17]. The absence of
extra diffraction peaks indicates that there are no Cr2O3

impurities. A RHEED pattern of the undoped sam-
ple taken after deposition (Figure 1 (b)) presents clear
streaks with no indications of poly-crystallinity. RSMs
around (1 0 1̄ 10) the reflection for the 1.5% Cr-doped
sample in Figure 1 (c), before and after the annealing,
evidence that the films are single phase and that the crys-
talline quality is preserved after the thermal treatment.

RSMs are also used to extract the lattice parameters
of the TF at room temperature, which are shown in Fig-
ure 2 and compared with those of SC. It can be seen that
indeed, in SC, the effect of Cr and O doping are different.
The incorporation of Cr tends to expand the crystalline
lattice showing a discontinuous change in the lattice pa-
rameters. This is an indication of the PM-PI transition
occurring in SC at room temperature when the Cr con-
centration is varied from 0.8% to 1% [19]. In contrast, for
the O-doped SC, the evolution of the lattice parameters
shows a smooth decrease with increasing oxygen concen-
tration [23]. Since we grow on Al2O3 (lattice parameter
a = 4.754 Å) an in-plane lattice mismatch will influence
the TF. A mismatch of 4.2% and up to 5.2% and 4%
are expected for the undoped, Cr and O doping cases,
respectively. When comparing TF with Cr-doped SC, it
can be noted that they are not entirely relaxed. The c-
axis value for the undoped film is lower than the bulk
value while the a-axis is larger, which arises from the dif-
ference in thermal expansion coefficient between the film
and the substrate [15, 16]. Still the dependence of the
c-axis with Cr doping for the TF is in good agreement
with the Cr-doped SC and it can be seen that the values
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Figure 2. Lattice parameters as a function of Cr doping of
thin films (TF) compared with single crystals (SC). Cr and
O-doped SC data extracted from [19] and [23], respectively.

gradually shift towards the Cr2O3 bulk value (doping =
1 in the plot). On the other hand, the a-axis lattice pa-
rameter remains substantially smaller due to the larger
mismatch with the substrate for Cr-doped V2O3.

The resistivity versus temperature in the range from
90 K to 300 K of the Cr-doped V2O3 TF as-grown and
after the vacuum annealing are shown in Figure 3. For
the pure V2O3 sample, bulk-like electrical properties are
found as the sharp and well-known MIT at about 160 K
with a resistivity change of 6 decades is clearly observed.
In the as-grown case, the resistivity of the samples with
higher Cr concentrations (> 3%) increases monotonically
when decreasing the temperature. However, the sample
with 2.9% Cr concentration shows a much lower resistiv-
ity compared with higher Cr concentration alloys, and
strikingly the one with 1.5% Cr concentration shows a
nearly metallic behavior down to 100 K with the conse-
quent suppression of the LT insulating state. Compared
to the resistivity of the undoped film at 100 K, this corre-
sponds to a reduction of more than 5 orders of magnitude.
What could be the origin of this drastic reduction?

Here, we examine three possibilities to explain the col-
lapse of the LT insulating state. First, it has been re-
ported that hydrogen doping stabilizes a metallic phase
in VO2 thin films [26, 27]. However, this type of doping
in our Cr-doped samples is very unlikely, since the H2

partial pressure measured during the use of only the Cr
cell is one order of magnitude smaller than the one origi-
nated by the V source. The second possibility is the effect
of disorder as recently reported for irradiated V2O3 TF
[28]. However, in our case, the high temperature growth

Figure 3. Resistivity versus temperature of Cr-doped V2O3

TF with different Cr concentrations. TF as-grown (continu-
ous line) and after vacuum annealing (dotted line) compared
with the undoped V2O3 case.

process leads to bulk-like (structural and electrical) prop-
erties in pure V2O3 TF suggesting limited disorder in
our films [16]. Finally, the third option is the addition
of oxygen that changes the electrical properties of V2O3

towards the metallic state at low temperatures [22–24].
This effect has also been observed in low Cr-doped SC
[25]. Hence, we propose that Cr doping promotes oxygen
excess in our films during deposition leading to the col-
lapse of the LT insulating state at low Cr concentrations.

To confirm this hypothesis, the Cr-doped V2O3 TF
were annealed in vacuum for 5 minutes at the same tem-
perature as the deposition temperature. We can observe
in Figure 3 that the transport properties of the low Cr-
doped samples have changed significantly upon anneal-
ing. The observed large increase in the LTR – almost
up to the value of the undoped case – and the presence
of hysteresis, both confirm that the LT insulating state
and the MIT have been recovered for the 1.5% Cr-doped
film. Meanwhile, for the higher Cr-doped samples after
annealing, a shift towards higher resistivities for the en-
tire curve is observed.

In Figure 4 the RTR for different Cr doping concen-
trations in SC is compared with the corresponding val-
ues for the TF in the as-grown as well as in the annealed
state. Again, we observe that Cr doping is different from
O doping in bulk, the RTR increases about four orders
of magnitude with the insertion of only 1% Cr [19] while
moderate O doping (see inset) has the opposite effect, the
RTR gradually decreases as the system becomes more
metallic [23]. In our films, the RTR is much more re-
duced than the bulk case, partially due to strain that
most likely hinders the PM-PI transition to occur. After
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Figure 4. RTR of Cr-doped SC as a function of doping con-
centration [19] compared with the as-grown and annealed Cr-
doped TF. Inset shows the RTR versus O excess for V2O3+δ

SC [23]. Vertical green arrows indicate the change in RTR
when δ = 0.03 oxygen is removed in SC and the equivalent
change in RTR for the 1.5% Cr-doped sample after the an-
nealing.

annealing in vacuum, we observe an increase of RTR in
all the TF alloys evolving towards the bulk case. It is
important to notice that for the undoped film there is no
change in RTR after the annealing – the data points in
the figure overlap completely – which is consistent with
stoichiometric V2O3 films. Furthermore, for the lowest
Cr concentration, the change in RTR is about 3×10-3 Ω

cm, which is nearly the same as the one upon removal of
0.03 oxygen excess in non-stoichiometric SC [23]. These
changes are indicated with the vertical green arrows in
the figure. Hence, we can estimate that the amount of
oxygen lost during the annealing – for the lowest Cr-
doped sample – corresponds to about 1%.

When Cr doping is added, the 24% increment (from 4.2
to 5.2%) in the in-plane lattice mismatch with the sub-
strate needs also to be accommodated by the TF. The in-
sertion of oxygen would thus lead to a smaller mismatch
and can explain its preferential incorporation when Cr-
doped TF are grown. There are two other mechanisms
which can contribute to an increase of the oxygen con-
tent in Cr-doped films: (1) the larger electron affinity
of Cr atoms in comparison with V atoms; (2) the in-
creased average lattice spacing of Cr-doped films allows
more oxygen atoms to be incorporated during growth.
This additional oxygen (or cation vacancies) is later re-
moved by the vacuum annealing at high temperature.

However, after the annealing, the properties both
structurally as well as electrically do not yet reach those

of the equivalent bulk compounds. In SC, the change in
lattice parameter (see Figure 2) across the PM-PI tran-
sition can account at least partially for the resistivity
jump across the transition. The a lattice parameter as
well as the lattice volume = a2c sin(60o) both increase
by about 1% , which leads to a reduction of the orbital
overlap and thus a decrease of bandwidth (or, equiva-
lently, a strengthening of the electron correlations). Note
that the change in lattice parameters in our films after
the annealing is very small (less than 0.05%, not shown
here). Therefore, the absence of this transition even after
the vacuum annealing may be attributed to the large in-
plane mismatch and the clamping to the substrate, which
prevents the in-plane lattice parameter to change in the
TF as it is observed in bulk [19]. In a previous work [16]
it has been shown that the MIT in V2O3 layers grown
directly on Al2O3 is lost for thicknesses below 5 nm due
to the presence of a large strain; however, the transition
can be recovered when a thin Cr2O3 buffer layer is in-
serted. Then, the growth of TF alloys on substrates with
a larger in-plane lattice parameter may help to further
understand the present results.

In conclusion, we demonstrate that high quality Cr-
doped V2O3 TF can be grown epitaxially. We report
structural and electrical properties of TF alloys with Cr
concentrations up to 20% grown by MBE. For the highly
doped samples (> 3%), an increase of the resistance with
decreasing temperature is measured. Strikingly, for the
low doped samples (<3%), a collapse of the insulating
state is observed with a reduction of the low tempera-
ture resistivity by up to 5 orders of magnitude. Using a
vacuum annealing procedure at high temperature, the LT
insulating state is recovered for these films showing evi-
dence that an oxygen excess introduced during the film
growth is responsible for the observed collapse. There-
fore, our results also demonstrate that co-doping with
Cr as well as with O is possible in TF. This gives to the
V2O3 system two handles working in opposite directions.
Furthermore, since oxygen can be mobile under the appli-
cation of an electric field [9, 29, 30], these results suggest
that the Cr-O-V system holds a great potential for differ-
ent electronic devices. Moreover, it will be interesting to
investigate the resistive switching behavior in our films in
vertical Cr-doped V2O3 based structures and in different
gas environments as well.
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